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BRAZETEC SILVER BRAZING ALLOYS
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Brazelec Silver Brazing Alloys, Cadmium Free

The silver brazing alloys shown on this page are generally capable
of being used for operating temperatures from -200 °C to +200 °C.
They can be used with any type of steel, copper and copper alloy,
also nickel and nickel alloy.

Il (B %

BrazeTec 5662 56 19 17 55n/3Ga 605 - 630 = 630 9.3 = 150 . . = =
BrazeTec 5600 5 22 17 55Sn 630 - 655 620 - 655 655 9.4 Ag 156 150 . . . .
BrazeTec 5507 55 21 22 25Sn 650 - 670 630 - 660 670 9.3 Ag 155 150 . o . 3
BrazeTec 4576 45 27 255 25Sn 645 - 695 640 - 680 695 9.1 Ag 145 150 . o . .
BrazeTec 4076 40 30 28 25Sn 665 - 725 650-710 725 9.0 Ag 140 150 3 o 3 3
BrazeTec 3476 34 36 275 25Sn 655 - 745 630 -730 745 8.9 Ag 134 150 . o . .
BrazeTec 3076 30 36 32 25Sn 675-1760 665 - 755 760 8.8 Ag 130 150 . . = .
BrazeTec 2576 25 40 33 25Sn 680 - 775 680 - 760 775 8.8 Ag 125 150 . . - .
BlueBraze 3510 35 326 20 0.4Si 680 - 700 = 700 8.6 = 150 . . = .
BlueBraze 3010 30 37.8 20 0.2Si 690 - 730 = 730 8.4 = 150 . . = .
BlueBraze 2410 24 43.7 20 0.3Si 690 - 750 = 750 8.4 = 150 . . = .
BlueBraze 2010 20 428 25 0.2Si 710 - 765 = 765 8.3 = 150 . . = 3
BrazeTec 4404 44 30 26 = 675 -735 675 -735 735 9.1 Ag 244 150 . . . .
BrazeTec 3075 30 38 32 - 700 - 775 680 - 765 775 8.8 Ag 230 150 . . . .
BrazeTec 2500 25 40 35 = 715-790 700 - 790 790 8.7 Ag 225 150 . o = .
BrazeTec 2009 20 44 358 0.15Si 730 - 810 - 810 8.6 Ag 220 150 . . - .

Most alloys can be supplied with 0.15% Si

BrazeTec CoMet - Brazing Rods,
Cadmium Free & Flux Coated

BrazeTec offers the following cadmium free brazing alloys from its compre-
hensive range of products under the name of CoMet (coated metal] as flux
coated rods as well. The flux is equivalent to the type FH 10 in accordance with
DIN EN 1045 and is boraric acid free. The respective instructions for the use of
cadmium free brazing alloys are effective for its application. The silver content
by weight of the coated brazing rod is lower than the silver content of a bare
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brazing rod because of the flux coating. The content of the bare brazing rod of > il
course meets the composition found in cadmium free brazing alloys. i
I
BrazeTec CoMet 5600U 630 - 655 655 .
BrazeTec CoMet 4576U 645 - 695 695 .
BrazeTec CoMet 4404U 675 - 735 735 .
BrazeTec CoMet 4076U 665 - 725 725 .
BrazeTec CoMet 3476U 655 - 745 745 .
BrazeTec CoMet 3076U 675 - 760 760 .
BrazeTec CoMet 2009U 730 - 810 810 .

Most alloys can be supplied with 0.15% Si
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